Utah Department of Transportation

Materials Division
4501 South 2700 West
Salt Lake City, UT 84119
(801) 965-4196

Change Letter
Document: Letter Code:
Minimum Sampling and Testing Guide MST-4
Subject: Effective Date:
Modified Section 02786 Open Graded Surface Course June 24, 2003

Summary:

Section 02786 modified by removing reference to AASHTO T-209 Maximum specific gravity of
bituminous mixture (Rice)
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Troy Peterson, P.E. Timothy Biel, P.E.
Quality Assurance Engineer Engineer for Materials




